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EU FERTILISER RING TEST Q2/2010: DOLOMITE (Magnesium Calcium Carbonate) 

In 2010, the Association of German Analytical and Research Institutes (VDLUFA e. V.) carried out an 

international fertiliser ring test to determine major and minor components of dolomite (magnesium 

calcium carbonate). Purpose of this fertiliser ring test was to offer a platform for testing and documenting 

the analytical quality of laboratories in all EU countries. 48 laboratories from 13 European countries took 

part in the ring test with the designation EU Q2/2010. 

The analytes to be reported by the participating laboratories had to be determined by various official or 

standardized methods (see Table 1). Laboratories were asked to prepare the samples for analysis according 

EN 1482‐2 (2007): “Fertiliser and liming materials ‐ Sampling and sample preparation ‐ Part 2: Sample 

preparation”. Four aliquots of the sample material of the ring test EU Q2/2010 were prepared in order to 

be analysed. The results obtained for each individual determination (n=4) were reported in the units (mass 

% resp. mg/kg) given in Table 1, based on fresh mass (fm) respectively, with respect to the elements Cd, Pb, 

Cr, Ni, Hg and As, and on dry mass (dm). 

Table 1: Analytes to be determined and methods used 

No  Analyte  Method Digestion 
/ Extraction 

Method Final 
determination 

Unit  Comments 

1  calcium and 
magnesium 

EN*) 12946:2000  EN 12946:2000  mass % fm  reported as  
Ca and Mg 

2  calcium  EN 12947   VDLUFA*) Methods 
Book II.1, No 6.2.4 
or 4.2.4 

mass % fm  reported as Ca 

3  magnesium  EN 12947  EN 12947, VDLUFA 
Methods Book II.1, 
4.2.4 

mass % fm  reported as Mg 

4  size distribution  EN 12948  EN 12948  mass % fm  reported as 3,15 mm 
and 1,00 mm screened 
fraction after dry sieving

5  moisture content  EN 12048  EN 12048  mass % fm  reported as moisture 
content 

6  reactivity  EN 13971 : 2008  EN 13971 : 2008  mass % fm  reported as reactivity 
7  neutralisation 

value 
EN 12945 :2008  EN 12945 :2008  mass % fm  reported as CaO 

8  Cd‐aqua regia  ISO 11466:1995  ICP‐OES  mg/kg dm  reported as Cd 
9  Pb‐aqua regia  ISO 11466:1995 ICP‐OES  mg/kg dm reported as Pb 
10  Cr‐aqua regia  ISO 11466:1995 ICP‐OES  mg/kg dm reported as Cr 
11  Ni‐aqua regia  ISO 11466:1995 ICP‐OES  mg/kg dm reported as Ni 
12  Hg‐aqua regia  ISO 11466:1995 CV‐AAS or AFS   mg/kg dm reported as Hg 
13  As‐aqua regia  ISO 11466:1995 Hydride‐AAS  mg/kg dm reported as As 

*)  EN 1482‐2 (2007): Fertiliser and liming materials ‐ Sampling and sample preparation, Part 2: Sample preparation 

**)  VDLUFA (Ed., 1995‐2012): VDLUFA‐METHODS BOOK, Volume II.1, Fertiliser Analysis 
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Sample extraction according to ISO 11466 (aqua regia extraction in an open system) was strongly 

recommended for the analysis of Cd, Pb, Ni, Cr, Hg, and As. For the final determination of  Cd, Pb, 

Ni and Cr, ICP‐OES (inductive coupled plasma optical emission spectrometry) was recommended. 

Any  other  instrumental  method  (e. g.  AAS,  ICP‐MS)  was  accepted.  Concerning  the  final 

determination  of  Hg,  cold‐vapour  AAS  or  AFS  and  for  As  hydride  AAS  was  recommended.The 

statistical evaluation was done by robust methods (DIN 38402 A45, Q‐method, HAMPEL estimate). 

Zu‐scores (tolerance limit  Zu 2,0) were calculated as a bias estimate using IUPAC guidelines, so 

that  laboratories  can  evaluate  their  performance  in  comparison  to  other  laboratories.  HorRat 

values were calculated for the methods in case a sufficient number of results had been reported. 

For all statistical calculations, the validated software package ProLab was used. 

Table  2  shows  all mean  values,  comparative  standard  deviations  (absolute  +  relative),  repeated 

standard deviation, tolerance limits and HorRat values. 

Interested laboratories can be supplied with material from the tested fertiliser in order to use it as 

internal reference material (see order form). 
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